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BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-3E693.4 ( COHPLETE ) REFERENCE INFO: 0-E05

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BfiRRON
PROJECT: R89-644 DATE PRINTED: 15-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 41 O.OOS OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 41 E -150 41 Assay Prep 41
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
( J) 989-1' BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32693,4 ( COl'IPLETE l 

CLIENT: BROHN NINING CORP. 
PROJECT: R89-644 

ORDER 

1 Au 

ELEl'IENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NUl'IBER 

41 

REl'IARKS: Final results are reported. 

REPORT COPIES TO: l'IR. Jll'I BARRON 
l'IR. Jll'I BARRON 

NUl'IBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

41 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

41 

REFERENCE INFO: 0-205 

SUBMITTED BY: J. BARRON 
DATE PRINTED: 15-DEC-89 

l'IETHOD 

Fi re Assay 

SAl'IPLE PREPARATIONS NUNBER 

Assay Prep 
Sample Pickup 

41 
1 

INVOICE TO: l'IR . JIN BARRON 
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SAMPLE ELEMENT Au
NUMBER UNITS OPT
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NUMBER
ELEMENT

UNITS

fD2 R69-S44-2W-205'
D2 R89-644-0-5 0.016 
D2 R89-644-5-10 0.028 
D2 R89-644-10-15 0.022 
D2 R89-644-15-20 0.048 
D2 R89-644-20-25 0.134

0.014

D2 R89-644-25-30 0.121
D2 R89-644-30-35 0.032
D2 R89-644-35-40 0.037
D2 R69-644-40-45 0.023
D2 R89-644-45-50 0.018

D2 R89-644-50-55 0.016
D2 R89-644-55-60 0.033
D2 R89-644-60-65 0.023
D2 R89-644-65-70 0.009
D2 R89-644-70-75 0.011

D2 R89-644-75-80 0.006
D2 R89-644-80-85 0.013
D2 R89-644-85-90 0.008
D2 R89-644-90-95 0.005
D2 R89-644-95-100 0.006

D2 R89-644-100-105 0.022
D2 R89-644-105-110 0.015
D2 R89-644-110-115 0.007
D2 R89-644-115-120 0.005
D2 R89-644-120-125 0.009

D2 R89-644-125-130 0.004
D2 R89-644-130-135 0.010
D2 R89-644-135-140 0.011
D2 R89-644-140-145 0.005
D2 R89-644-145-150 0.004

D2 R89-644-150-155 0.006
D2 R89-644-155-160 0.017
D2 R89-644-160-165 0.016
D2 R89-644-165-170 0.009
02 R89-644-170-175 0.007

D2 R89-644-175-180 0.015
D2 R89-644-180-185 0.014
D2 R89-644-185-190 0.016
D2 R89-644-190-195 0.014
D2 R89-644-195-200 0.010

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(3 1) ~1 

REPORT: D89-32693.4 

SANPLE ELENEHT 
HUNBER UHITS 

D2 R89-644-0-5 
D2 R89-644-S-10 
D2 R89-644-10-15 
D2 R89-644-15-20 
D2 R89-644-20-25 

D2 R89-644-25-30 
D2 R89-644-30-35 
D2 R89-644-35-40 
D2 R89-644-40-45 
D2 R89-644-45-SO 

D2 R89-644-S0-55 
D2 R89-644-SS-60 
D2 R89-644-60-65 
D2 R89-644-65-70 
D2 R89-644-70-75 

D2 R89-644-75-80 
D2 R89-644-80-85 
D2 R89-644-85-90 
D2 R89-644-90-95 
D2 R89-644-95-100 

D2 R89-644-100-105 
D2 R89-644-105-110 
D2 R89-644-110-115 
D2 R89-644-115-120 
D2 R89-644-120-125 

D2 R89-644-125-130 
D2 R89-644-130-135 
D2 R89-644-135-140 
D2 R89-644-140-145 
D2 R89-644-145-150 

D2 R89-644-150-155 
D2 R89-644-155-160 
D2 R89-644-160-165 
D2 R89-644-165-170 
D2 R89-644-170-175 

D2 R89-644-175-180 
D2 R89-644-180-185 
D2 R89-644-185-190 
D2 R89-644-190-195 
D2 R89-644-195-200 

Au 
OPT 

0.016 
0.028 
0.022 
0.048 
0.134 

0.121 
0.032 
0.037 
0.023 
0.018 

0.016 
0.033 
0.023 
0.009 
0.011 

0.006 
0.013 
0.008 
0.005 
0.006 

0.022 
0.015 
0. 007 
0.005 
0.009 

0.004 
0.010 
0.011 
0.005 
0.004 

0.006 
0.017 
0.016 
0.009 
0.007 

0.015 
0.014 
0.016 
0.014 
0.010 

-- -- - ------

ac~ 
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ELENEHT 
UHITS 

Au 
OPT 

0.014 
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BONDARCLEGG

BROHI1 MINING CURP. 
MR. JIM BARRON 
P„U. BOX 48S 
DEADWOOD, SO 
a//3 d

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Invoice s 1) 0 i 6 4 9 O, P a tj e 1

Date s 89- -DEC --ft 9

R e p o '('• t N o s 1) ft 9 - 3 8 & 9 3.. 4 
Project s R89--644 
R t;fer e n ces 0 ■ 8 0 5

4 3. Analyses of Go id
Subtotal

at % 7. 00 %
*

887.00 
887.00 % 887.00

S a m p 1 e p v e p a r a t i o n
41 Samples of Assay. Prep at % 3.00 4 183.00

1 S a m p 3. © o f 8 a m pi e "P i c k u p 
Subtotal

at $3 a.oo $
$

18. 00
135.00 $ 135.00

11 i s c e i. 1 a n e o u s C h a r t.j es
4?t S*D. state, sales tax
HX Dead wood city sales tax 

Subtotal

S
%
%

5 . 4 0

a. 70
8 - i 0 * a „ i o

Invoice iota1s $ 430. J.0

'-3', 4. .

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404'

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32695.4 ( COMPLETE ) REFERENCE INFO: 205-505

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-644 DATE PRINTED: 19-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1022
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
Hk. JIM BARKPIT

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, ColomJt, 
(303) 989-1404 ' BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISIO OF lt-;CHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32695.4 (COMPLETE) 

CLIEHT: BROHN NIHIMG CORP. 
PROJECT: R89-644 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

HUMBER 

60 

REMARKS: Final results are reported. 

REPORT COPIES TO: MR. JIN BARROH 
111111." JI Pl NL.IWNIIN 

HUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

60 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl'IBER 

60 

REFERENCE IHFO: 205-505 

SUBMITTED BY: J. BARROH 
DATE PRINTED: 19-DEC-89 

METHOD 

Fire Assay 

SAMPLE PREPARATIONS HUMBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

60 
1022 

1 

INVOICE TO: MR. JIN BARROH 
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12980 West Cedar Dr.
Lakewood, Colorade 80528
(303) 989-1404 * EC

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DftTF PRINTED; 19-DFr.-ft9
REPORT: 089-32695.4 PROJECT: R89-644 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUH8ER UNITS OPT NUMBER UNITS OPT

D2 R89-644-205-210 0.018 D2 R69-644-405-410 0.071
D2 R89-644-210-215 0.019 D2 R89-644-410-415 0.035
02 R89-644-215-220 0.017 D2 R89-644-415-420 0.012
D2 R89-644-220-225 0.024 D2 R89-644-420-425 0.013
D2 R89-644-225-230 0.017 D2 R89-644-425-430 0.020

D2 R89-644-230-235 0.085 D2 R89-644-430-435 0.021
D2 R89-644-235-240 0.114 1)2 R89-844-435-440 0.022
D2 R89-644-240-245 0.032 D2 R89-644-440-445 0.014
D2 R89-644-245-250 0.014 B2 R89-644-445-450 0.045
D2 R89-644-250-255 0.009 D2 R89-644-450-455 0.017

D2 R89-644-255-260 0.005 02 R89-644-455-460 0.016
D2 R89-644-260-265 0.010 D2 R89-644-460-465 0.012
D2 R89-644-265-270 0.010 02 R89-644-465-470 0.008
02 R89-644-270-275 0.011 02 R89-644-470-475 0.026
02 R89-644-275—280 0.005 02 R89-644-475-480 0.029

02 R89-644-280-285 0.010 D2 R89-644-480-485 0.045
02 R89-644-285-290 0.029 02 R89-&44-485-490 0.093
02 R89-644-290-295 0.010 02 R89-644-490-495 0.035
02 R89-644-295-300 0.008 02 R89-644-495-500 0.029
02 R89-644-300-305 0.010 02 R89-644-500-505 0.016

02 R89-644-305-310 0.016
02 R89-644-310-315 0.005
02 R69-644-315-320 0.025
02 R89-644-320-325 0.044
02 R89-644-325-330 0.028

02 R89-&44-330-335 0.041
02 R89-644-335-340 0.039
02 R89-644-340-345 0.031
02 R89-644-345-350 0.044
02 R89-644-350-355 0.058

02 R89-644-355-360 0.020
02 R89-&44-360-365 0.017
D2 R89-644-365-370 0.042
02 R89-644-370-375 0.011
D2 R89-&44-375-380 0.011

02 R89-644-380-385 0.017
02 R89-644-385-390 0.014
02 R89-644-390-395 0.010
02 R89-644-395-400 0.007
02 R89-644-400-405 0.013

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colora~ 
(303) 989-1404 .. 

REPORT: D89-32695.4 

SANPLE ELENFNT 
NUNBER UNITS 

D2 R89-644-205-210 
D2 R89-644-210-215 
D2 R89-644-215-220 
D2 R89-644-220-225 
D2 R89-644-225-230 

D2 R89-644-230-235 
D2 R89-644-235-240 
D2 R89-644-240-245 
D2 R89-644-245-250 
D2 R89-644-250-255 

D2 R89-644-255-260 
D2 R89-644-260-265 
D2 R89-644-265-270 
D2 R89-644-270-275 
D2 R89-644-275-280 

D2 R89-644-280-285 
D2 R89-644-285-290 
D2 R89-644-290-295 
D2 R89-644-295-300 
D2 R89-644-300-305 

D2 R89-644-305-310 
D2 R89-644-310-315 
D2 R89-644-315-320 
D2 R89-644-320-325 
D2 R89-644-325-3JO 

D2 R89-644-3J0-335 
D2 R89-644-335-340 
D2 R89-644-340-J45 
D2 R89-644-345-350 
D2 R89-644-350-355 

D2 R89-644-355-360 
D2 R89-644-360-J65 
D2 R89-644-J65-J70 
D2 R89-644-370-375 
D2 R89-644-375-380 

D2 R89-644-380-J85 
D2 R89-644-385-J90 
D2 R89-644-J90-395 
D2 R89-644-395-400 
D2 R89-644-400-405 

Au 
OPT 

0.018 
0.019 
0.017 
0.024 
0.017 

0.085 
0.114 
0.032 
0.014 
0.009 

0.005 
0.010 
0.010 
0.011 
0.005 

0.010 
0.029 
0.010 
0.008 
0.010 

0.016 
0.005 
0.025 
0.044 
0.028 

0.041 
0.039 
0.031 
0.044 
0.058 

0.020 
0.017 
0.042 
0.011 
0.011 

0.017 
0.014 
0.010 
0.007 
0.013 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
DAIE PRJHIED· 19-DFC-89 

I PROJECT: R89-644 

SAl'IPLF ELENFNT Au 
NUl'IBFR UNITS OPT 

D2 R89-644-405-410 0.071 
D2 R89-644-410-415 0.035 
D2 R89-644-415-420 0.012 
D2 R89-644-420-425 0.013 
D2 R89-644-425-430 0.020 

D2 R89-644-4J0-435 0.021 
D2 R89-644-435-440 0.022 
D2 R89-644-440-445 0.014 
D2 R89-644-445-450 0.045 
D2 R89-644-450-455 0.017 

D2 R89-644-455-460 0.016 
D2 R89-644-460-465 0.012 
D2 R89-644-465-470 0.008 
D2 R89-644-470-475 0.026 
D2 R89-644-475-480 0.029 

D2 R89-644-480-485 0.045 
D2 R89-644-485-490 0.093 
D2 R89-644-490-495 0.035 
D2 R89-644-495-500 0.029 
D2 R89-644-500-505 0.016 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BKUHM MINING CORK. 
NR. JIM BAKRON 
P.O. BOX 4 OS 
DEAD WOOD, 8I>
3 7/32

I n voi c t • s 1) 0 :i 6 S 09, P a y e 1

Date s 29 DEC 89

Report Nos 
Project s 
References

D89-32G95,. 4 
R39 -044 
OOOOOK

GO Analyses of Gold .. at * 7. 00 * 420.00
Subtotal ?' '■ l

. ' ■ • i\
* 420.00 * 420.00

Sample Preparation ’ \\
GO Samples of Assay Prep; at l 3.00 * 100.00

102S Samples of ExcessiVe i We bness $ 0. SO * 204.40
1 Sample of Sample Pickup *1(2. 00 * 12. 00

Subtotal * 396.40 * 39G.40

!i isce 1.1 a neou s Ch a r yes
4% S. D. s't a t e sa 1 es t a x * 15. OG
2X Deadwood city sales tax $ 7. 93

Subtotal * 23. 79 * 23. 79

I n v o i c e ! o t a * 840.19

iV.-jS*
'•vj-.p-4- .

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

BC 
BINJAR-a.EGG 

l l\U: II I 111 l I ., I Ill 
t II '. I .1. I l II , l 

•.ON 111 t, 

l f. ~) u I II I I I 1) I • ) 

, t I \ 

,I_ Ill J)' t' 

,c\mpJ ·! P, ls'P 
60 •;;., mr .Lt.: 

l. 1h 2 b :-\l11p I '-' 
, ":\Ill .I~• 

i'II~ p) l :I.I 

+ :z 
<. ll, 

, . 

[ I JI 

t I 

,. l l I 

'·' 'J 

1,-

' I 

'· . 
THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

' 

j ( 

( l I ,, 

Ml 

II" 
I 

) 1( 

\ '•' V 
I ~ 4, • } 

) ' 

Bondar-Clegg, Inc. 
12980 Wcsl (eda. Dr. 

I akewood, Colorado 80228 
(303) 989-1404 

~· 
.j 

(,. I 

+ • 

lf • H, 

lJ 



.. 

• 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 BC

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: 089-326%.4 ( COMPLETE ) REFERENCE INFO: 505-640

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-644 DATE PRINTED: 19-DEC-B9

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 27 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 27 2 -150 27 Assay Prep 27
Excessive Wetness 540
Sasple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM RARRTM

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorati 80228 
(303) 989-1~ BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32696.4 ( COl'IPLETE l 

CLIENT: BROHN l'IINING CORP. 
PROJECT: R89-644 

ORDER 

1 Au 

ELEl'IENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUNBER 

27 

REl'IARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
I'll/ _I 11'1 MUWW"N 

HUl'IBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

27 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

27 

REFERENCE INFO: 505-640 

SUBl'IITTED BY: J. BARRON 
DATE PRINTED: 19-DEC-89 

METHOD 

Fire Assay 

SAMPLE PREPARATIONS HUl'IBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

27 
540 

1 

INVOICE TO: NR. JIN BARRON 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, ColorrJo 80228

(303) 989-ytH BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
DATF PRTNTFD: 19-nFC-89

REPORT: 089-32696.4 PROJECT: R89-644 PAGE 1

SAMPLE ELEMENT Au
HUMBER UNITS OPT

02 R89-644-580-585 <0.002
D2 R89-644-585-590 0.002
D2 R89-644-590-595 <0.002
D2 R89-644-595-600 <0.002
D2 R89-644-600-605 <0.002

02 R89-644-605-610 0.006
02 R89-644-610-615 0.019
02 R89-644-&15-620 0.026
02 R89-644-620-&25 0.101
02 R89-&44-625-630 0.016

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Color?~ 80228 
(303) 989-404 

REPORT: D89-32696.4 

SANPLE ELEl'IEHT 
HUMBER UNITS 

D2 R89-644-505-510 
D2 R89-644-510-515 
D2 R89-644-515-520 
D2 R89-644-520-525 
D2 R89-644-525-530 

D2 R89-644-530-535 
D2 R89-644-535-540 
D2 R89-644-540-545 
D2 R89-644-545-550 
D2 R89-644-550-555 

D2 R89-644-555-560 
D2 R89-644-560-565 
D2 R89-644-565-570 
D2 R89-644-570-575 
D2 R89-644-575-580 

D2 R89-644-580-585 
D2 R89-644-585-590 
D2 R89-644-590-595 
D2 R89-644-595-600 
D2 R89-644-600-605 

D2 R89-644-605-610 
D2 R89-644-610-615 
D2 R89-644-615-620 
D2 R89-644-620-625 
D2 R89-644-625-f.30 

D2 R89-644-630-635 
D2 R89-644-635-640 

Au 
OPT 

0.009 
0.011 
0.081 
0.066 
0.050 

0.069 
0.014 
0.003 

(0.002 
0.032 

0.023 
0.114 
0.020 
0.010 
0.002 

(0.002 
0.002 

(0.002 
(0.002 
(0.002 

0.006 
0.019 
0.02& 
0.101 
0.01& 

0.007 
0.007 

:• 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
OQJE PRINTED• 19-DEC-89 

I PROJECT: R89-644 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROUN 111HI I'll) CORP 
HR. Jill BAR ROW 
P. 0.. BOX 485 
DEADWOOD, 8D 
577312

I nvo :i ce DO16508, Paye I

D a t e DEC -80

Report Wo; 
Project ; 
References

D89--38696. 4 
R 89-644 
505-640

S / Hvialy ses a f 0o 1 d at * 7.00 1. 189.00
Su btota1

• * 4*-'

1 69.00

S a in p 1 e P r e p a r a l; i o n .
S7 Samples of Assay Prep’. 1 H t 3. 00 61.00

340 Samples of Excessive Wetness at % 0.80 % 108.00
:l Sample of Sample Pickup,. at; HU18. 00 T 18.. 00

Subtotal f> 801.00

11 i s c e 11 a n e o u s C h a r y e &
4% S.D. state sales tax $ 8.04
ax Deadwood city sales tax * 4. 08

SubtotaI 1 18. 06

i 169.00

$ SOI.00

% IS.06

Invoiee I o t a 1 s $ 4OS.06 U.S.
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Coloisd® 80228
(303) 989-1404 BC

BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33000.4 ( COMPLETE ) REFERENCE INFO: 640-885

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-644 DATE PRINTED: 20-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 49 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 49 2 -150 49 Assay Prep 49
Excessive Wetness 1104
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

i
i
i

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Cairn· • 80228 
(303) 989-f404' BC 

BONDAR-ClBiG 

Geochemical 
Lab Report 

A Dl\'1S10"1 OF INCHCAPE IN PECTI0'-1 &. TESTl1'G SERVICES 

REPORT: D89-33000.4 < CONPLETE > 

CLIENT: BROHN NINING CORP. 
PROJECT: R89-644 

ORDER 

1 Au 

ELENENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUNBER 

49 

RENARKS: Final results are reported. 

REPORT COPIES TO: KR. JIN BARRON 
PU,l 11111 MIIW'WI IN 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

49 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUKBER 

49 

REFERENCE INFO: 640-885 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 20-DEC-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 
Satple Pickup 

49 
1104 

1 

INVOICE TO: NR. JIN BARRON 
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Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-T404

Geochemical 
Lab Report

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DflTF PRTNTFI):
REPORT: D89-33000.4

20-DEC-fii
PROJECT: R69-644 PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

D2 R89-644-640-645 0.014 DE R89-644-840-845 0.010
DE R89-644-645-650 0.011 DE R89-644-845-850 0.015
DE R69-644-650-655 0.058 DE R89-644-850-855 0.016
DE R89-644-655-660 0.015 DE R89-644-855-860 0.004
DE R89-644-660-665 O.OSO DE R89-644-860-865 0.006

DE R89-644-665-670 0.078 DE R89-644-865-870 0.011
DE R89-644-670-675 0.041 DE R89-644-870-875 0.009
DE R89-644-675-680 0.038 DE R89-644-875-880

DE R89-644-880-885
0.013

DE R89-644-680-685 0.014 0.061
DE R89-644-685-690 0.013 - - - - - - - - - - - - - Li—l- - - - rv, *.

DE R89-644-690-695 0.114 i i—
DE R89-644-695-700 0.049
DE R89-644-700-705 0.015 ! 00 DVh.
DE R89-644-705-710 0.011
DE R89-644-710-715 0.015

DE R89-644-715-7S0 0.008
DE R89-644-7E0-7E5 0.007
DE R89-644-725-730 0.007
DE R89-644-730-735 0.008
DE R89-644-735-740 0.005

DE R89-644-740-745 0.007
DE R89-644-745-750 0.007
DE R89-644-750-755 0.008
DE R89-644-755-760 0.019
DE R89-644-760-765 0.01E

DE R89-644-765-770 0.003
DE R89-644-770-775 <0.002
DE R89-644-775-780 0.006
DE R89-644-780-785 0.004
DE R89-644-785-790 0.012

DE R89-644-790-795 0.005
DE R89-644-795-800 0.01E
DE R69-644-800-805 0.008
DE R89-644-805-810 0.006
DE R89-644-810-815 0.008

DE R89-644—815-820 0.006
DE R89-644-8E0-825 0.086
D2 R89-644-825-830 0.026
D2 R89-644-830-835 0.013
DE R89-644-835-840 0.008

, 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colow 80228 
(303)989-'.~ 

REPORT: D89-33000.4 

SAIIPLE ELENEHT 
HUIIBER UNITS 

D2 R89-644-640-645 
D2 R89-644-645-650 
D2 R89-644-650-655 
D2 R89-644-655-660 
D2 R89-644-660-665 

D2 R89-644-665-670 
D2 R89-644-670-675 
D2 R89-644-675-680 
D2 R89-644-680-685 
D2 R89-644-685-690 

D2 R89-644-690-695 
D2 R89-644-695-700 
D2 R89-644-700-705 
D2 R89-644-705-710 
D2 R89-644-710-715 

D2 R89-644-715-720 
D2 R89-644-720-725 
D2 R89-644-725-730 
D2 R89-644-730-735 
D2 R89-644-735-740 

D2 R89-644-740-745 
D2 R89-644-745-750 
D2 R89-644-750-755 
D2 R89-644-755-760 
D2 R89-644-760-765 

D2 R89-644-765-770 
D2 R89-644-770-775 
D2 R89-644-775-780 
D2 R89-644-780-785 
D2 R89-644-785-790 

D2 R89-644-790-795 
D2 R89-644-795-800 
D2 R89-644-800-805 
D2 R89-644-805-810 
D2 R89-644-810-815 

D2 R89-644-815-820 
D2 R89-644-820-825 
D2 R89-644-825-830 
D2 R89-644-830-835 
D2 R89-644-835-840 

Au 
OPT 

0.014 
0.011 
0.058 
0.015 
0.020 

0.078 
0.041 
0.038 
0.014 
0.013 

0.114 
0.049 
0.015 
0.011 
0.015 

0.008 
0.007 
0.007 
0.008 
0.005 

0.007 
0.007 
0.008 
0.019 
0.012 

0.003 
(0.002 
0.006 
0.004 
0.012 

0.005 
0.012 
0.008 
0.006 
0.008 

0.006 
0.086 
0.026 
0.013 
0.008 

- ------- -------------

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE I~ PECTION & TESTING SERVICES 

SANPLE ELEIIEHT Au 
HUIIBER UNITS OPT 

D2 R89-644-840-845 0.010 
D2 R89-644-845-850 0.015 
D2 R89-644-850-855 O.OH> 
D2 R89-644-855-860 0.004 
D2 R89-644-860-865 0.006 

D2 R89-6 4-865-870 0.011 
D2 R89-644-870-875 0.009 
D2 R89-644-875-880 0.013 
D2 R89-644-880-885 0.061 

----------
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM i’t 1H.(Mu CORP 
MR,. JIM BARRON 
P.O, BOX 4ftb 
DEAD WOOD, 8I>
3773*2

Invoice i DO1ft523, Page I

1) a t e f 2 9 ■ I> E. (> ft y

Report Mo5 
Project e 
References

Day--33000. 4 
R89—ft44 
ft40-BBS

49 Analyses of Gold at $ 7.00 $ 343.. 00
Subtotal % 3 4 3 „ 0 0 tii 343

S a m p 1 e P r & p a t a 11 o n
49 Samples of Assay Prep - at $ 3.00 t 147.00

,1.104 Samp.1 es of E xe©s»iye 1 Wetness at $ 0.20 % 220., ftO
X S a m p 1 e o f S a m p 1 & P i e k u p at Ti2„00 i> 12.00
7 Subtotal $ 379.SO t 379

Mi»cellanecms Charyes
4X S.D. state sales tax T ■ :i 5. .1.9

■ &% Deadwood city sales tax $ 7. GO
Su btotal * 22., 79 T 22

Invoice i o t a J.« $ 745
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Bondar-Clegg, Inc. ^
12980 West Cellar Dr.

Lakewood, Colorado 80228 *

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-33006.4 ( COMPLETE ) REFERENCE INFO: 885-1095

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-644 DATE PRINTED: 19-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 42 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 42 2 -150 42 Assay Prep 42
Excessive Wetness 682
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: HR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. J IN' BARKPIT

Boodar-Clegg, Inc. , 
12980 West C Dr. 
Lakewood, Colorado 80228 '" 
(303) 989-1404 • BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ 1S10~ OF INCHCAPE INSPECTIO. & TESTl"<G SERVICES 

REPORT: D89-33006.4 ( COKPLETE) 

CLIENT: BROHN NIHIHG CORP. 
PROJECT: R89-644 

ORDER 

1 Au 

ELEKEHT 

Gold 

SAKPLE TYPES 

D DRILL CORE 

HUKBER 

42 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
Pih' .11111 llUwwllN 

HUKBER OF LOWER 

REFERENCE IHFO: 885-1095 _j 
L..__ ____ _ 

SUBNITTED BY: J. BARROH 
DATE PRINTED: 19-DEC-89 

ANALYSES DETECTION LIKIT EXTRACTION KETHOD 

42 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

42 

Fire Assay 

SAMPLE PREPARATIONS HUMBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

INVOICE TO: MR. JIN BARRON 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado^80228 *

(303)989-1404 BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DflTF PBIMIEBj 19-BEC-89

REPORT: D89-33006.4 PROJECT: R89-644 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-644-910-915 0.004
D2 R89-644-915-920 0.003
D2 R83-644-920-925 0.002
1)2 R89-644-925-930 <0.002
D2 R89-644-930-935 0.003

D2 R89-644-935-940 0.002
D2 R89-644-940-945 <0.002
D2 R89-644-945-950 0.004
D2 R89-644-950-955 0.009
D2 R89-644-955-960 0.005

D2 R89-644-960-965 <0.002
D2 R89-644-965-970 0.003
D2 R89-644-970-975 0.011
D2 R89-644-975-980 0.002
D2 R89-644-980-985 0.003

D2 R89-644-985-990 0.025
D2 R89-644-990-995 0.062
D2 R89-644-995-1000 0.004
D2 R89-644-1000-1005 0.019
D2 R89-644-1005-1010 0.040

D2 R89-644-1010-1015 0.046
1)2 R89-&44-1015-1020 0.015
D2 R89-&44-1020-1025 0.011
D2 R89-644-1025-1030 0.007
D2 R89-644-1030-1035 0.075

D2 R89-644-1035-1040 0.051
D2 R89-644-1040-1045 0.037
D2 R89-644-1045-1050 0.009
D2 R89-644-1050-1055 0.006
D2 R89-644-1055-1060 0.005

D2 R89-644-1060-1065 0.003
D2 R89-644-1065-1070 0.002
D2 R89-644-1070-1075 0.005
D2 R89-644-1075-1080 0.003
D2 R89-644-1080-1085 0.023

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorad0 80228 4 

(303) 989-1404 • 

REPORT: D89-33006.4 

SANPLE ELENEHT 
NUl'IBER UNITS 

D2 R89-644-885-890 
D2 R89-644-890-895 
D2 R89-644-895-900 
D2 R89-644-900-905 
D2 R89-644-905-910 

D2 R89-644-910-915 
D2 R89-644-915-920 
D2 R89-644-920-925 
D2 R89-644-925-930 
D2 R89-644-930-935 

D2 R89-644-935-940 
D2 R89-644-940-945 
D2 R89-644-945-950 
D2 R89-644-950-955 
D2 R89-644-955-960 

D2 R89-644-960-965 
D2 R89-644-965-970 
D2 R89-644-970-975 
D2 R89-644-975-980 
D2 R89-644-980-985 

D2 R89-644-985-990 
D2 R89-644-990-995 
D2 R89-644-995-1000 
D2 R89-644-1000-1005 
D2 R89-644-1005-1010 

D2 R89-644-1010-1015 
D2 R89-644-1015-1020 
D2 R89-644-1020-1025 
D2 R89-644-1025-1030 
D2 R89-644-1030-1035 

D2 R89-644-1035-1040 
D2 R89-644-1040-1045 
D2 R89-644-1045-1050 
D2 R89-644-1050-1055 
D2 R89-644-1055-1060 

D2 R89-644-1060-1065 
D2 R89-644-1065-1070 
D2 R89-644-1070-1075 
D2 R89-644-1075-1080 
D2 R89-644-1080-1085 

Au 
OPT 

0.041 
0.031 
0.018 
0.022 
0.043 

0.004 
0.003 
0.002 

(0.002 
0. 003 

0.002 
(0.002 
0.004 
0. 009 
0.005 

(0.002 
0.003 
0.011 
0.002 
0.003 

0.025 
0.062 
0.004 
0.019 
0.040 

0.046 
0.015 
0.011 
0. 007 
0.075 

0.051 
0.037 
0.009 
0.006 
0.005 

0.003 
0.002 
0.005 
0.003 
0.023 

, BC 
BONDAR-CLEGG 

A DI\ 1S10'< OF I CHCAPE INSPECTIO'-l 8. TESTl'-lG SERVICES 

SANPLE ELENEHT 
NUl'IBER UNITS 

D2 R89-644-1085-1090 
D2 R89-644-1090-1095 

Au 
OPT 

0.047 
0.016 

Geochemical 
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PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewocxi, Colorado 80228

(303) 989-1404

BRUHM MINING CORN. 
MR. JIM BARRON 
P.U. BOX 4115 
DKADWOfJl), SI)
5 7 7 38

Invoice

Date

D016S06,

s 89~Dt:oa9

Page 1

R e p u r t N o s D 8 9 “33006. 4 
Project s R89 -644
Referent:e n 885" 1095

48 Analyses o f By|d
SubtCvin'l'T

. C. i v

at 4 7.00 4
%

89400
894.00 4- 894.00

• * *i s, S i \Samp1e PreparatTon'
48 Samples of Assay Prep 

■668 Samples of excessive Wetness 
;L Sample of Sample Pickup

Subtota 1

at 4 3.00 4 

at $ o.ao 4 
at $18.06 4

4

IRC., 00
1. 78. 40 
18. 00 

310.40 % 310.40

Mi&cel laneou& Lhavtjes>
4X S»I>« state sales tax
8% Dead wood city sales tax 

Subtotal

4

$
$

18. 48
6.81

18. G3 % 18.63

Invoice iotaIs $ 683.03 U.S.

1
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